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National foreword

This British Standard is the UK implementation of EN 12373-7:2002. It
supersedes BS EN 12373-7:1999 which is withdrawn.
The UK participation in its preparation was entrusted to Technical
Committee STI/32, Anodic oxidation coatings on aluminium.
A list of organizations represented on this committee can be obtained on
request to its secretary.
This publication does not purport to include all the necessary provisions
of a contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity
from legal obligations.



BS EN 12373-7:2002BS EN 12373-7:2002BS EN 12373-7:2002BS EN 12373-7:2002

EUROPEAN STANDARD

NORME EUROPÉENNE

EUROPÄISCHE NORM

EN 12373-7

August 2002

ICS 25.220.20; 77.120.10 Supersedes EN 12373-7:1998

English version

Aluminium and aluminium alloys - Anodizing - Part 7:
Assessment of quality of sealed anodic oxidation coatings by

measurement of the loss of mass after immersion in phosphoric
acid/chromic acid solution with prior acid treatment

Aluminium et alliages d'aluminium - Anodisation - Partie 7:
Evaluation de la qualité des couches anodiques colmatées
par mesurage de la perte de masse après immersion en

solution phosphochromique avec traitement acide
préalable

Aluminium und Aluminiumlegierungen - Anodisieren - Teil
7: Prüfung der Qualität von verdichteten, anodisch
erzeugten Oxidschichten durch Bestimmung des

Masseverlustes nach Eintauchen in Chromphosphorsäure-
Lösung mit vorheriger Säurebehandlung

This European Standard was approved by CEN on 10 May 2002.
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under the responsibility of a CEN member into its own language and notified to the Management Centre has the same status as the official
versions.
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