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National foreword 

T h i s B r i t i s h S t a n d a r d i s t h e o f f i c ia l E n g l i s h language ve rs ion o f 
E N 13726-2:2002. 

T h e U K p a r t i c i p a t i o n i n i t s p r e p a r a t i o n was e n t r u s t e d b y Techn ica l C o m m i t t e e 
CH/117 , M e d i c a l tex t i l es , to Subcommi t tee CH/117/1 , Test methods for 
non-wovens for use in compresses, w h i c h has t h e respons ib i l i t y to: 

— a i d enqu i re rs to u n d e r s t a n d t h e t ex t ; 

— presen t to t h e respons ib le E u r o p e a n commi t t ee any enqu i r ies on the 
i n t e r p r e t a t i o n , o r proposals for change, a n d keep t h e UK in te res ts 
i n fo rmed ; 

— m o n i t o r r e l a ted i n t e r n a t i o n a l a n d Eu ropean deve lopments a n d 
p r o m u l g a t e t h e m i n t h e U K . 

A l i s t o f o rgan iza t i ons rep resen ted on t h i s subcommi t tee can be ob ta ined on 
request to i t s secretary. 

Cross-references 
T h e B r i t i s h S tanda rds w h i c h i m p l e m e n t i n t e r n a t i o n a l o r E u r o p e a n 
pub l i ca t i ons re fe r red t o i n t h i s document m a y b e f o u n d i n t h e B S I S tandards 
Cata logue u n d e r the sect ion e n t i t l e d " I n t e r n a t i o n a l S tanda rds Correspondence 
Index" , o r by u s i n g the " F i n d " f ac i l i t y o f t h e B S I S tanda rds E lec t ron ic 
Cata logue. 

A B r i t i s h S t a n d a r d does no t p u r p o r t to i nc lude a l l t he necessary p rov is ions o f 
a cont rac t . Users of B r i t i s h S tanda rds are responsib le for t h e i r correct 
app l i ca t ion . 
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