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Ceramic tiles - 

Part 2: 
Determination of dimensions and surface quality 

TECHNICAL CORRIGENDUM 1 

Carreaux et dales ckramiques - 

Parfie 2: Dgtermination des caractkistiques dimensionnelles et de la qua/it6 de surface 

RECTINCATIF TECHNIQUE I 

Technical Corrigendum 1 to International Standard IS0 10545-2:1995 was prepared by Technical Committee 
lSO/TC 189, Ceramic ti/e. 
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Subclause 4.2.1 

In the second paragraph, delete “(see 5.4)” 
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Subclauses 6.1.2 and 6.1.3 

Replace “6.1.2 edge curvature” by “6.1.2 centre curvature”. 

Replace “6.1.3 centre curvature” by “6.1.3 edge curvature”. 
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