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Test methods for characterizing
polymer-based absorbent materials —

Part 3:
Determination of particle size distribution
by sieve fractionation

Axdes pour abhsorption durine — NMethodes d'esssal pour caracierizer bz
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Parfie 3: Delermination de b disiribution gran ulomes ing ue des pariciles au
moyen di fractonnerment par lamiBage
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