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ECHNICAL CORRIGENDUM 1

Renforts — Tissus — Base de spécification

RECTIFICATIF TECHNIQUE 1

Technical Corrigendum 1 to ISO 2113:1996 was prepared by Technical Committee ISO/TC 61, Plastics,
Subcommittee SC 13, Composites and reinforcement fibres.

Page 1, Clause 2

Delete the reference to ISO 10548.

In addition, update the other normative references as follows:
ISO 291: Insert the year of publication (1997) and delete footnote 1).
ISO 1886: Replace by ISO 2859-1:1999, Sampling procedures for inspection by attributes — Part 1:
Sampling schemes indexed by acceptance quality limit (AQL) for lot-by-lot inspection, and ISO 3951:1989,
Sampling procedures and charts for inspection by variables for percent nonconforming.

ISO 4602: Insert the year of publication (1997) and delete footnote 2).

ISO 4605:1978: Replace by ISO 3374:2000, Reinforcement products — Mats and fabrics —
Determination of mass per unit area.

ISO 5025:1978: Replace by ISO 5025:1997, Reinforcement products — Woven fabrics — Determination
of width and length.
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