
  

Spanish 
standard 

UNE-EN ISO 4628-2 

July 2016 

       
 TITLE  Paints and varnishes 

Evaluation of degradation of coatings 

Designation of quantity and size of defects, and of intensity of 

uniform changes in appearance 

Part 2: Assessment of degree of blistering 

(ISO 4628-2:2016) 

 

 
Pinturas y barnices. Evaluación de la degradación de los recubrimientos. Designación de la intensidad, 

cantidad y tamaño de los tipos más comunes de defectos. Parte 2: Evaluación del grado de ampollamiento 

(ISO 4628-2:2016). 
 

Peintures et vernis. Évaluation de la dégradation des revêtements. Désignation de la quantité et de la 

dimension des défauts, et de l'intensité des changements uniformes d'aspect. Partie 2: Évaluation du degré 
de cloquage (ISO 4628-2:2016). 
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 REMARKS  This standard is the official English version of EN ISO 4628-2:2016, which adopts 

ISO 4628-2:2016. 

 

This standard was published as UNE-EN ISO 4628-2:2016, which is the definitive 

Spanish version. 

    

       

       
 FOREWORD  This standard has been prepared by the Technical Committee AEN/CTN 48 Paints and 
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