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HOJA DE ANUNCIO 
 
En cumplimiento del punto 11.2.6.4 de las Reglas Internas de CEN/CENELEC Parte 2, se ha otorgado el rango de norma 

española al Documento Europeo siguiente: 

 

 

Documento 

Europeo 

  

Título 

Fecha de 

Disponibilidad 

   

EN 61788-8:2010 Superconductividad. Parte 8: Medidas de las pérdidas en corriente 

alterna. Medida mediante bobinas de detección de las pérdidas totales 

en corriente alterna de los hilos superconductores de sección circular 

expuestos a un campo magnético transversal alterno de la temperatura 

de helio líquido. (Ratificada por AENOR en marzo de 2011.) 

2010-11-26 

 

 

 

Este anuncio causará efecto a partir del primer día del mes siguiente al de su publicación en la revista UNE. La 

correspondiente versión oficial de este documento se encuentra disponible en la sede de AENOR, Calle Génova 6, 

28004 MADRID. 
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..2010..    Derechos de reproducción reservados a los Miembros de CENELEC.  
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English version 
 
 

Superconductivity -  
Part 8: AC loss measurements -  

Total AC loss measurement of round superconducting wires exposed to a 
transverse alternating magnetic field at liquid helium temperature by a 

pickup coil method 
(IEC 61788-8:2010) 

 
Supraconductivité -  
Partie 8: Mesure des pertes en courant 
alternatif -  
Mesure de la perte totale en courant 
alternatif des fils supraconducteurs ronds 
exposés à un champ magnétique alternatif 
transverse par une méthode par bobines 
de détection 
(CEI 61788-8:2010) 

 Supraleitfähigkeit -  
Teil 8: Messung der 
Wechselstromverluste -  
Messung der 
Gesamtwechselstromverluste von runden 
Supraleiterdrähten in transversalen 
magnetischen Wechselfeldern mit Hilfe 
eines Pickupspulenverfahrens bei der 
Temperatur von flüssigem Helium  
(IEC 61788-8:2010) 

 
 

This European Standard was approved by CENELEC on 2010-10-01. CENELEC members are bound to comply 
with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European Standard 
the status of a national standard without any alteration. 
 
Up-to-date lists and bibliographical references concerning such national standards may be obtained on 
application to the Central Secretariat or to any CENELEC member. 
 
This European Standard exists in three official versions (English, French, German). A version in any other 
language made by translation under the responsibility of a CENELEC member into its own language and notified 
to the Central Secretariat has the same status as the official versions. 
 
CENELEC members are the national electrotechnical committees of Austria, Belgium, Bulgaria, Croatia, Cyprus, 
the Czech Republic, Denmark, Estonia, Finland, France, Germany, Greece, Hungary, Iceland, Ireland, Italy, 
Latvia, Lithuania, Luxembourg, Malta, the Netherlands, Norway, Poland, Portugal, Romania, Slovakia, Slovenia, 
Spain, Sweden, Switzerland and the United Kingdom. 
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Foreword 

The text of document 90/243/FDIS, future edition 2 of IEC 61788-8, prepared by IEC TC 90, 
Superconductivity, was submitted to the IEC-CENELEC parallel vote and was approved by CENELEC as 
EN 61788-8 on 2010-10-01. 

This European Standard supersedes EN 61788-8:2003. 

The main changes with respect to the previous edition are listed below: 

– extending the applications of the pickup coil method to the a.c. loss measurements in metallic and 
oxide superconducting wires with a round cross section at liquid helium temperature; 

– u1 in accordance with the decision at the June 2006 IEC/TC90 meeting in Kyoto. 

Attention is drawn to the possibility that some of the elements of this document may be the subject of 
patent rights. CEN and CENELEC shall not be held responsible for identifying any or all such patent 
rights. 

The following dates were fixed: 

– latest date by which the EN has to be implemented 
 at national level by publication of an identical 
 national standard or by endorsement 

 
 
(dop) 

 
 
2011-07-01 

– latest date by which the national standards conflicting 
 with the EN have to be withdrawn  

 
(dow) 

 
2013-10-01 

Annex ZA has been added by CENELEC. 

__________ 

Endorsement notice 

The text of the International Standard IEC 61788-8:2010 was approved by CENELEC as a European 
Standard without any modification. 

In the official version, for Bibliography, the following notes have to be added for the standards indicated: 

[2] IEC 61788-13:2003 NOTE   Harmonized as EN 61788-13:2003 (not modified). 

[3] IEC 61788-1:2006 NOTE   Harmonized as EN 61788-1:2007 (not modified). 

[9] IEC 61788-2 NOTE   Harmonized as EN 61788-2. 

__________ 
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