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Stainless steels —_—
Technical delivery conditions for general purpose Qﬂ
sheet/plate and strip
English version of DIN EN 10088-2 EN 1 0 088'2
ICS 77.140.20; 77.140.50 Supersedes parts of DIN 17440
and DIN 17441, July 1985

Descriptors: Steel, stainless steel, sheet, strip. editions.

Nichtrostende Stahle. Teil 2: Technische Lieferbedingungen fir Blech und Band
fur allgemeine Verwendung

European Standard EN 10088-2:1995 has the status of a DIN Standard.

A comma is used as the decimal marker.

National foreword

This standard has been prepared by ECISS/TC 23.

The responsible German body involved in its preparation was the NormenausschuB Eisen und Stahl (Steel and Iron
Standards Committee), Technical Committee Nichtrostende Stéhie.

The DIN Standards corresponding to the European Standard/EURONORMs referred to in clause 2 of the EN are as follows:
EN 10 204 DIN EN 10204

EURONORM 5 DIN 50133

EURONORM 114 DIN 50914

Amendments

In comparison with DIN 17 440 and DIN 17441, July 1985 editions, the following amendments have been made.
a) Some of the material names have been changed (the corresponding material numbers having been left unchanged).
b) Steel grades X15Cr13 (1.4024) and X20CrNi17-2 (1.4057) have been dropped.
c) 38 new steel grades have been included.

d) The requirements regarding chemical composition, mechanical properties, sampling, scope of testing, marking and
heat treatment have been amended.

Previous editions
DIN 17440: 1967-01, 1972-12, 1985-07; DIN 17441: 1985-07.

Standards referred to
(and not included in Normative references)

DIN 50133 Vickers hardness testing of metallic materials; HV 0,2 to HV 100

DIN 50914 Testing the resistance of stainless steel to intercrystalline corrosion by the copper sulfate/sulfuric acid
method (StrauB test)

DINEN 10204 Inspection documents for metallic products

EN comprises 40 pages.

Beuth Verlag GmbH, Berlin, has the exclusive right of sale for German Standards (DIN-Normen). DIN EN 10088-2 Engl. Price group 17
04.96 Sales No. 1117
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ICS 77.140.20; 77.140.50

Descriptors: Steel, stainless steel, sheet, strip.

English version

Stainless steels

Part 2: Technical delivery conditions for sheet/plate
and strip for general purposes

Aciers inoxydables. Partie 2: Conditions Nichrostende Stahle. Teil 2: Technische
techniques de livraison des tdles et bandes Lieferbedingungen fir Blech und Band fur
pour usage général allgemeine Verwendung

This European Standard was approved by CEN on 1995-02-28.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which
stipulate the conditions for giving this European Standard the status of a national standard
without any alteration.

Up-to-date lists and bibliographical references concerning such national standards may be
obtained on application to the Central Secretariat or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in
any other language made by translation under the responsibility of a CEN member into its own
language and notified to the Central Secretariat has the same status as the official versions.
CEN members are the national standards bodies of Austria, Belgium, Denmark, Finland, France,
Germany, Greece, Iceland, Ireland, ltaly, Luxembourg, Netherlands, Norway, Portugal, Spain,
Sweden, Switzerland and United Kingdom.

CEN

European Committee for Standardization
Comité Européen de Normalisation
Europaisches Komitee fir Normung

Central Secretariat: rue de Stassart 36, B-1050 Brussels
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