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TECHNICAL SPECIFICATION FOR
TESTING CONCRETE STRENCGTH
BY ULTRASONIC-REBOUND
COMBINED METHOD

CHINA COMMITTEE FOR ENGINEERING
CONSTRUCTION STANDARDIZATION






W E AR B AR B 2 RE

wE Il g gx Bk
A I R e W - S NS
CECS 02:83

Fgmaf. PEBERF TR B
fivgeiapr, PETEBEREVERS
#@EAME. 1988 11 H22 H

1889 it W



