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Technical requirements of molybdenum powders
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1.1 4V

1.1.1 EBERE.

1.1.2 P=RERETHRNEZ.

1.2 FRESTEERS

1.2.1 HBEAERSFERERGORE, =R %5FMo-1. FMo - 2 BMES.
1.2.2 RESHERIETRAE:

R s FMo -1 FMo -2
P — 0.001
Bi — 0.001
Sn — 0.001
S —_ 0.001
cd — 0.001
Fe 0.006 0.030

RS % Ni 0.003 0.005

AKT

Cu 0.001 -
Al 0.0z 0.005
Si 0.003 0.010
Ca 0.002 0.004
Mg 0.003 0.005
p 0.001 0.005
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