ICS 77.060

: Bsul

hE RS BB AR R

T/CSCP 0035.3—2017

REEEHWELI =G HEiXE
FI3MD R EEEHNERIEKF
BRI B — AR AL AR

Corrosion test of low alloy structure steels in laboratory

Part 3. General rules of corrosion tests in artificial marine environment

for low alloy structure steels
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