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National foreword 
This British Standard is the Engiish language version of EN 2564:1998. 

The UK participation in its p r e p d o n  was entrusted to Technical Committee 
ACWU, Aerospace structural reinforced plastics, which has the responsibility to: 

- aid enquirem to understand the tee 

- present to the responsible intemational/European committee any enquiries 
on the intemretation, or proposals for change, and keep the UK interests 

- monitor related intemationai and European developments and promuigate 

informed, 

them in the UK. 

A list of organizations represented on this committee can be obtained on request to 
its secretar.y 

Cross-references 
The British Standards which implement intemationai or European publications 
referred to in this document may be found in the BSI Standards Catalogue under the 
section entitled “Intemationai Standards Correspondence Index”, or by using the 
“Find” faciMy of the BSI Standards Elecímnic Catalogue. 
A British Standard does not purport to include all the necessary provisions of a 
contract Users of British Standards are responsible for their correct application. 

Compliance with a British Standard does not of itself confer immunity 
from legal obligations. 

Summary of pages 
This document comprises a front cover, an inside front cover, the EN title page, 
pages 2 to 8, an inside back cover and a back cover. 
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English version 

Aerospace series - Carbon fibre laminates - Determination of the 
fibre, resin and void contents 

!%rie aérospatiele - Stratifies de fibres de carbone - 
üéterminaüon de ia teneur en fibres, en r&ne et du taux 

de porositd 

Luft- und Raumfahrt - Kohienstoffaser-Laminate - 
Bestimmung der Faser-, Harz- und Porenanteiie 

This European standard was approved by CEN on 15 May 1998. 

CEN members are bound to comply with the CEWCENELEC Intemal Regulations which Stipulate the conditions for gMng this European 
Standard îhe siaius of a national standard without any elteration. Upiodate lists and bibliographicel references concerning such national 
stendards may be obtained on application to the Central Secretariat or to any CEN member. 

This European Standard exists in three offidai veisions (English, French, Gemn). A versian in any other language made by translation 
under îhe responsibility of a CEN member into its own language and notified to the Central Secretariat has the same siaius as the officiai 
versions. 

CEN members are the naîiwral standards bodies of Auaiia, Belgium, Czech Reppublic, Denmark. Finland, France, Germany, Greece, 
Iceland, Ireland, itaiy, Luxembourg, Netherlands, Noway, Poctugai. Spain, Sweden, Switzerland and United Kingdom. * 
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O 1998 CEN Ail rights of exploitation in any form and by any means reserved 
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