
BRITISH STANDARD BS EN  
15416-2:2007

Adhesives for load 
bearing timber 
structures other than 
phenolic and 
aminoplastic —  
Test methods —
Part 2: Static load test of multiple 
bondline specimens in compression 
shear

The European Standard EN 15416-2:2007 has the status of a  
British Standard

ICS 83.180

���������	�
����
����������������������������������������������	�����


Li
ce

ns
ed

 C
op

y:
 W

an
g 

B
in

, I
S

O
/E

X
C

H
A

N
G

E
 C

H
IN

A
 S

T
A

N
D

A
R

D
S

, 2
3/

04
/2

00
8 

08
:2

8,
 U

nc
on

tr
ol

le
d 

C
op

y,
 (

c)
 B

S
I



BS EN 15416-2:2007

This British Standard was 
published under the authority 
of the Standards Policy and 
Strategy Committee  
on 31 January 2008

© BSI 2008

ISBN 978 0 580 56147 4

National foreword

This British Standard is the UK implementation of EN 15416-2:2007.
The UK participation in its preparation was entrusted to Technical Committee 
PRI/52, Adhesives.
A list of organizations represented on this committee can be obtained on 
request to its secretary.
This publication does not purport to include all the necessary provisions of a 
contract. Users are responsible for its correct application.
Compliance with a British Standard cannot confer immunity from 
legal obligations.

Amendments/corrigenda issued since publication

Date Comments
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Adhesives for load bearing timber structures other than phenolic
and aminoplastic - Test methods - Part 2: Static load test of

multiple bondline specimens in compression shear

Adhésifs pour charpentes en bois portantes, de type autre
que phénolique et aminoplaste - Méthodes d'essai - Partie
2 : Essai de charge statique des éprouvettes à plan de joint

multiple en cisaillement par compression

Klebstoffe für tragende Holzbauteile ausgenommen
Phenolharzklebstoffe und Aminoplaste - Prüfverfahren -
Teil 2: Statische Belastungsprüfung an Prüfkörpern mit

mehreren Klebstofffugen bei Druck-Scherbeanspruchung

This European Standard was approved by CEN on 10 November 2007.

CEN members are bound to comply with the CEN/CENELEC Internal Regulations which stipulate the conditions for giving this European
Standard the status of a national standard without any alteration. Up-to-date lists and bibliographical references concerning such national
standards may be obtained on application to the CEN Management Centre or to any CEN member.

This European Standard exists in three official versions (English, French, German). A version in any other language made by translation
under the responsibility of a CEN member into its own language and notified to the CEN Management Centre has the same status as the
official versions.
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